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STRAPS

SECONDARY RACK REINFORCING

\O
Ej~

' '
] 1
T e |
i |
1 [

H
E= e
A —

5/8 Dia
2 Holes

—

Dimensions are
in inches.

SECONDARY RACK REINFORCING STRAPS shall be of the configuration and
dimensions shown, and shall be made of hot-rolled bar steel conforming to
AST™ specification A 107.

The straps shall be galvanized, after fabrication, in accordance with ASTM
specification A 153.

Reference Specifications: AS™ A 107, A 153, latest revisions.
Stock Unit: Each

Stock Number: 583370
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